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DONGGUAN JIAN PLASTIC & METAL PRODUCTS LTD. 
NO. 6, GAOBU BLVD,GAOBU TOWN, DONGGUAN CITY,  
GUANGDONG PROVINCE, CHINA 523278 

 
The following samples were submitted and identified by/on behalf of the client as: 

POLYESTER LANYARD(100% POLYESTER 

Buyer : WORLD WIDE 

Manufacturer   : CHINA 

Country of Origin    : CHINA 

Country of Destination : WORLD WIDE 

Requested Age Grading  : 3+ 

 
************************************************** 

 
Sample Receiving Date   : FEB 16, 2023 

Further Information Date : MAR 01, 2023 

Testing Period   : FEB 16, 2023 TO MAR 01, 2023 
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Selected test(s) as requested by the client, please refer to test result page(s) for details: 

 

Test Requested Conclusion 

1. Colour Fastness to Perspiration (ISO 105-E04:2013) SEE RESULT  

2. CPSIA section 101 - Total Lead content  -- 

CPSIA section 101(f) (1) – Lead in paint/similar surface coating material 
NOT 

APPLICABLE 
(SEE REMARK) 

CPSIA section 101(a) (2) – Lead in accessible substrate materials (Including 
Children’s Metal Jewelry)  

PASS  

3. US California Proposition 65 – Cadmium Content PASS  

4. Client’s Requirement – Cadmium Content PASS 

5. European Regulation (EC) No. 1907/2006 (REACH) Annex XVII and its 
amendments including (EU) 2020/2096 – AZO Colourants 

PASS 

 

Remark: There were no surface coating found in the said submitted sample. 

 
******** FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S) ******** 

 
Signed for and on behalf of 
SGS-CSTC Standards Technical  
Services Co., Ltd. Shenzhen Branch Testing Center 

  
 

________________________ ________________________  
Qu Ping, Kiky Chen Canjie, Anson  
Dept. Manager Supervisor  
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Results: 
 
Colour Fastness to Perspiration    
(ISO 105-E04:2013, test specimen in vertical position) 

 
 Yellow woven band 
Acidic  
Change in shade 4-5 
Staining on multi-fiber stripe  
 Acetate 4-5 
 Cotton 4-5 
 Nylon 4-5 
 Polyester 4-5 
 Acrylic 4-5 
 Wool 4-5 
   
Alkaline  
Change in shade 4-5 
Staining on multi-fiber stripe  
 Acetate 4-5 
 Cotton 4-5 
 Nylon 4-5 
 Polyester 4-5 
 Acrylic 4-5 
 Wool 4-5 

 
Remark: Grey Scale Rating is based on the 5-step scale of 1 to 5, where 1 is bad and 5 is good. 

 
CPSIA - Lead in Accessible Substrate Materials 
 
Method (non-metallic materials): With reference to CPSC-CH-E1002-08.3 - Standard Operation Procedure for 
Determining Total Lead (Pb) in Non-Metal Children Product 
 
Method (metal materials): With reference to CPSC-CH-E1001-08.3 - Standard Operating Procedure for 
Determining Total Lead (Pb) in Children’s Metal Products (Including Children’s Metal Jewelry) 
                          

Test Item(s)  Lead (Pb)  
Permissible Limit (ppm)   100 

Specimen Description Alias 
No. 

Tracing 
No. 

Result (s) 
(ppm) 

1. Yellow woven band 1 1 ND 
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Note: - ppm = parts per million 

 - ND = Not Detected (lower than MDL) 

 - MDL = Method Detection Limit = 10 ppm 

 - 1% = 10000 mg/kg = 10000 ppm 

The below note(s) is(are) applicable in case the relevant superscript(s) and symbol(s) was(were) shown in the 
result table: 
 - Δ Test result is over recommended action limit (80% of the regulatory limit). As the result is based 

on composite test and falls into an uncertain range, where “Pass” or “Fail” cannot be truly defined, 
“Interim-Fail” is given since the specimen may possibility fail according to the regulatory limit. 
Individual test is highly recommended to determine the exact Lead content in each component 
The decision rule has prescribed in the regulation or standard, conformity reporting will base on 
the standard. 

 - + Composite test has been performed as per client’s request and the results are calculated using 
the minimum specimen weight 

 - * Exceeds Permissible Limit 

      
US California Proposition 65 – Cadmium Content 
 
Method: With reference to CPSC-CH-E1003-09.1 / CPSC-CH-E1002-08.3 / CPSC-CH-E1001-08.3 
  
Analysis was performed by Inductively Coupled Plasma Optical Emission Spectrometer (ICP-OES) / Inductively 
Coupled Plasma – Mass Spectrometry (ICP-MS)  
  

Test Item(s) Cadmium (Cd) 

Specimen Description  
Alias 
No. 

Tracing 
No. Result(s) (ppm) 

1. Yellow woven band 2 1 ND 
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Note: - ppm = parts per million 

 - ND = Not Detected (lower than MDL) 

 - MDL = Method Detection Limit = 5 ppm  

The below note(s) is(are) applicable in case the relevant superscript(s) and symbol(s) was(were) shown in the 
result table: 
 - + Composite test has been performed as per client’s request and the results are calculated using 

the minimum specimen weight 

 - * Exceed Permissible Limit, Product improvement or Warning statement required 

Proposition 65 requires businesses to provide warnings to Californians about significant exposures 
to chemicals that cause cancer, birth defects or other reproductive harm. These chemicals can be 
in the products that Californians purchase, in their homes or workplaces, or that are released into 
the environment. By requiring that this information be provided, Proposition 65 enables 
Californians to make informed decisions about their exposures to these chemicals. 
 

WARNING：：：： This product can expose you to chemicals including Cadmium, which is known to 
the State of California to cause cancer and birth defects or other reproductive harm. For more 
information, go to https://www.p65warnings.ca.gov/  

 
Summary of permissible limits of Cadmium requiremen t(s) otherwise warning label required. 
 

Requirement(s)  

Permissible 
Limit of 

Cadmium 
(ppm)  

Effective 
Date 

California Proposition 65 (County of Alameda Court Case No. RG-10-514803 
[Consolidated with Case No. RG 10-545680 and RG 10-545687]) 300 Current 

 
Cadmium Content  
  
Method: With reference to CPSC-CH-E1003-09.1 / CPSC-CH-E1002-08.3 / CPSC-CH-E1001-08.3 
  

Test Item(s) Unit 1 MDL 
Client’s 

Limit 
Alias No.  -- 3 -- -- 
Tracing No.  -- 1 -- -- 
Cadmium (Cd) mg/kg ND 5 75 

 
Specimen Description: 

1. Yellow woven band 
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Note: - mg/kg = milligram per kilogram 

 - MDL = Method Detection Limit 

 - ND = Not Detected (lower than MDL) 

The below note(s) is(are) applicable in case the relevant superscript(s) and symbol(s) was(were) shown in the 
result table: 
 - + Composite test has been performed as per client’s request and the results are calculated using 

the minimum specimen weight 

 - * Exceeds Client’s Limit 

 
European Regulation (EC) No. 1907/2006 (REACH) Anne x XVII and its amendment including (EU) 
2020/2096 – AZO Colourants 
          
Method: With reference to EN ISO 14362-1:2017 / EN ISO 14362-3:2017 / § 64 LFGB, BVL B 82.02-2:2013 / § 64 
LFGB, BVL B 82.02-15:2013 
Analysis was performed by Gas Chromatography Mass Spectrometer (GC-MS) / High Performance Liquid 
Chromatography with Diode Array Detector (HPLC-DAD) 
          

No. Forbidden Amines Substances CAS-No. 

Result (mg/kg) 
MDL 

(mg/kg) 

Permissible 
Limit  

(mg/kg) 

1 
Direct 

reduction 
Colorant 

extraction 
1. 4-Aminodiphenyl 92-67-1 ND ND 5 30 
2. Benzidine 92-87-5 ND ND 5 30 
3. 4-Chloro-o-toluidine 95-69-2 ND ND 5 30 
4. 2-Naphthylamine 91-59-8 ND ND 5 30 
5. o-Aminoazotoluene  97-56-3 ND ND 5 30 
6. 5-nitro-o-toluidine 99-55-8 ND ND 5 30 
7. 4-Chloroaniline 106-47-8 ND ND 5 30 
8. 2,4-Diaminoanisole 615-05-4 ND ND 5 30 

9. 
4,4’-Diaminodiphenylmethane, 
MDA 

101-77-9 ND ND 5 30 

10. 3,3’-Dichlorobenzidine  91-94-1 ND ND 5 30 
11. 3,3’-Dimethoxybenzidine  119-90-4 ND ND 5 30 
12. 3,3’-Dimethylbenzidine 119-93-7 ND ND 5 30 
13. 4,4’-methylenedi-o-toluidine 838-88-0 ND ND 5 30 
14. p-Cresidine 120-71-8 ND ND 5 30 

15. 
4,4’-Methylene-bis- 
(2-chloro-aniline) 101-14-4 ND ND 5 30 

16. 4,4’-Oxydianiline 101-80-4 ND ND 5 30 
17. 4,4’-Thiodianiline 139-65-1 ND ND 5 30 
18. o-Toluidine 95-53-4 ND ND 5 30 
19. 2,4-Diaminotoluene, TDA 95-80-7 ND ND 5 30 
20. 2,4,5-Trimethylaniline 137-17-7 ND ND 5 30 
21. 4-Aminoazobenzene 60-09-3 ND ND 5 30 
22. 2-methoxyaniline 90-04-0 ND ND 5 30 
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Specimen Description: 

1. Yellow woven band 

  
Note: - mg/kg = milligram per kilogram 

 - MDL = Method Detection Limit 

 - ND = Not Detected (lower than MDL) 

 - Direct reduction refers to the extraction and reduction according to EN ISO 14362-1:2017 clause 
10.2 and relevant clauses. 

Colorant extraction refers to the colourant extraction and subsequent reduction according to EN 
ISO 14362-1:2017 clause 10.1 and relevant clauses. 

 - EN ISO 14362-1:2017 will enable further cleavage of 4-AAB (CAS No. 60-09-3) to non-forbidden 
amines: aniline and p-phenylenediamine. If aniline and/or p-phenylenediamine is not found, 4-AAB 
is considered as “ND” (i.e. <5.0 mg/kg). Otherwise, EN ISO 14362-3:2017 will be employed to 
verify the presence of 4-AAB. 

 - 4-Aminodiphenyl (CAS No. 92-67-1), 2-Naphthylamine (CAS No. 91-59-8) and 2,4-Diaminoanisole 
(CAS No. 615-05-4) can be indirectly generated from some colorants which do not contain these 
amines azo bound. The use of banned azo colorants cannot be reliably ascertained without 
additional information. 

 - In case PU is used, e.g. PU Foams or coatings, it cannot be ruled out that MDA (CAS No. 101-77-
9) and TDA (CAS No. 95-80-7) can be released from PU material, not from banned azo colorant. 
Similarly, for pigment prints, MDA will be released from a chemical fixing agent. 

The below note(s) is(are) applicable in case the relevant superscript(s) and symbol(s) was(were) shown in the 
result table: 

 - -- = Test method is not applicable due to identified specimen nature with respect to method(s). 

 - @ = The amine was detected according to EN ISO 14362-1:2017 with the reducing agent.  A 
similar result was obtained from the procedure carried out without the reducing agent.  According 
to EN ISO 14362-1:2017 Annex C.2.1.2.2, the amine originated from a source other than azo 
colorants.   

 - + Composite test has been performed as per client’s request and the results are calculated using 
the total specimen weight 

 - ^ = The amine was detected according to EN ISO 14362-1:2017 with the reducing 
agent.  Confirmation procedure was carried out without reducing agent, according to EN ISO 
14362-1:2017 Annex C.2.1.2.2, the amine originated from azo colorants. 

 - Δ = Pass/Fail cannot be given due to the presence of substance(s) is between 5–30mg/kg. Detected 
substance(s) may come from one or more component(s) in composite testing. Individual testing of 
mixed components is highly recommended. 

 - * Exceeds Permissible Limit  
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appearance of this document is unlawful and offende rs may be prosecuted to the fullest extent of the l aw. Unless otherwise stated the  

results shown in this test report refer only to the  sample(s) tested and such sample(s) are retained f or 30 days only.  
Attention: To check the authenticity of testing / i nspection report & certificate, please contact us a t telephone:(86-755) 8307 
1443, or email: CN.Doccheck@sgs.com 

 Room 101-901, Plant 4 & Room 101, Plant 2 & Room 10 1, Plant 3 & Room 301-501, Plant 3, Jianghao (Banti an) Industrial Plant Area, No.430, Jihua Road, Bant ian Cmmunity, Bantian Street, Longgang District, Sh enzhen, Guangdong, China  518129  
中国•广东•深圳市龙岗区坂田街道坂田社区吉华路 430 号江灏（坂田）工业厂区厂房 4 号 101-901、2 号 101、3号 101、3 号 301-501    邮编：518129   t (86-755) 25328888  

www.sgsgroup.com.cn  
sgs.china@sgs.co m 
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Remark 1: Since the data and / or information above division line of front page is provided by the applicant, the 
relevant results or conclusions of this report are only made for these data and / or information, SGS shall not be 
responsible for the authenticity and integrity of such data and information and the validity of the results and / or 
conclusions arising therefrom. Testing results only apply to the sample as received. 
 
Remark 2: The statement of conformity has considered the decision rule based on the Guarded acceptance 
(8.3.2 of ISO/IEC GUIDE 98-4:2012). When the measured value falls within the guard band, only the test data 
and measurement uncertainty will be reported. The guard band is equal to the expanded measurement 
uncertainty with a 95% coverage probability(k=2), w = U95. The Probability of False Accept and the Probability 
of False Reject of the decision rule are 2.5%.  
For Upper Tolerance Limit (TU):  
Pass - when the measurement result is below TU-U95  
Fail - when the measurement result is above TU+U95  
Inconclusive - when the measurement result is falling in guard band［TU-U95, TU+U95］ 
For Lower Tolerance Limit (TL):  
Pass - when the measurement result is above TL+U95  
Fail - when the measurement result is below TL-U95  
Inconclusive - when the measurement result is falling in guard band［TL-U95, TL+U95］ 
 
 

Sample Picture (As received)  
                          

Pic.1 

 
 
 

SGS authenticate the photo on original report only 
 

 
*** End of Report *** 
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